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[57] ABSTRACT

A chitosan-glycerol-water gel or gel-like membrane,
useful as a carrier for medicaments to be applied to
wounds, is prepared by dissolving chitosan in an acid-
water-glycerol solution, which when neutralized, forms
a gel upon standing.
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